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17. Non-metallic Inclusions in Continuous Cast Billet V. V. Lempitsky
18. On the Center Segregation of Continuously Cast Slab T. Kawawa
i5. On ihe Solidification Profile and the Quality of a Soft-cooling Continuous Cast Slab
T. Mori, K. Ayata and K. Narita
20. On Refining of Solidification Structures of Continuously Cast Slabs by Electro-
magnetic Stirring K. Tashiro, T. Itch, H. Maeda and T. Okajima

(5]

9!

—N10—



